
Tasmanian Oak 4.9

American White Oak 6.0

Flooded Gum 7.5

Northern Beech 8.0

Tallowwood 8.6

Cherry Mahogany 8.8

Silvertop Stringybark 8.8

Sydney Blue Gum 9.0

Thermally Enhanced Sydney Blue Gum 9.0

Brush Box 9.5

New England Blackbutt 9.2

Blackbutt 9.1

White Mahogany 10.0

Spotted Gum 11.0

Turpentine 12.0

Red Mahogany 12.0

Forest Red Gum 12.0

Red Ironbark 14.0

Grey Ironbark 14.0

Grey Gum 14.0

Grey Box 15.0
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